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Introduction and objectives

This research work was performed at the Polymer Competence Center

Leoben (PCCL) within the project “SOLAR-TRAIN”. This project has received

funding from the European Union’s Horizon 2020 programme under GA. No.

721452. The PCCL is funded by the Austrian Government and the State

Governments of Styria and Upper Austria.

Experimental procedure

Conclusions

The degradation mechanism of EVA is characterized by the initial de-

acetylation and the production of acetic acid and polyenes because of thermal 

energy and radiations, according to the Norrish II reaction. 

The Norrish I reaction lead to the formation of acetaldehyde and other gases. 

[2]

Main degradation mechanism of EVA
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Preparation of the specimens and conditioning

Aim of the study

 To obtain a full understanding of the chemical reactions occurring during aging, 

especially at interfaces, and to describe how different materials interact.

 To develop a correlation between destructive and non-destructive methods and  to 

propose new characterization techniques able to provide early detection of degradation 

that might lead to failures.
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In order to determine characteristics of material interactions and the exact reaction patways occurring during aging different levels will be investigated: materials, laminates 

and PV modules. The influence of different climatic conditions on reaction kinetics will be analysed and samples will be subjected to natural weathering and artificial aging. 

This research will advance the state of the art in understanding PV module degradation and material interactions by developing and 

optimizing new characterization and assessment methods. 

Different material will be tested, under different aging conditions ant type and rate of degradation will be determined carrying out tests on 

single materials, laminates and the whole PV modules.

Testing equipment proposed
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Acetic acid detection through pH variations

A photovoltaic (PV) module is 

characterized by the presence of different 

layers, which are typically: glazing or 

superstrate, encapsulant, crystalline Si 

wafer and backsheet. 

The encapsulant, according to Czanderna

et al. [1], must follow the following 

requirements:

• Provide structural support for PV cell 

fabrication, handling, installation and 

operation.

• Achieve and maintain durable optical 

properties (at lest 90% of the light 

transmission and <5% loss of 

transmission after 20 years).

• Provide physical insulation of solar cells 

and circuits from degrading 

environmental factors like rain, dirt 

pickup and salt spray.

• Achieve and maintain a reliable long-

term electrical insulation of the circuit 

elements for safety reasons.

Nevertheless, during operation, PV 

modules are subject to degradation 

processes due to weathering conditions 

and UV radiations. 

The degradation processes of EVA (the 

typical material used as encapsulant) can 

give rise to malfunctioning or failures. 

Photo-oxidative reactions produce acetic, 

which works as a catalyst for de-

acetylation reactions and further 

degradations. Yellowing of EVA can also 

occur during aging and it is due to the 

interactions between encapsulants 

additives and products of the photo-

oxidation reactions. 

 Using a pH sensor 

within the PV module

 Using a fluorescent 

dye, whose emission 

peak intensity 

changes depending 

on pH values


